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PRODUCT SPECIFICATIONS: -. -
Test Method
. TM-1B Viscosity (Slump Test; patty 155 to 175
diameter of 6") ce/100 gr.
T™M-2 PH (meter) . 7.5 to 9.5
T™-3 Bond ° Equael to Standard
T™-13 Reflectance (%) 80 to 85
™-20 Cracking No cracks or heavy
checking
TM=-22 Size graduation (500 ce sample)
a. retained on 16 mesh 220 to 400 cc
b. Passing 16, retained on 50 :
mesh 70 to 230 cc
TN=33 Dry loose density (pounds per
cubic foot) ' 20 to 25

T™M-34 Kardness Equal to Standard
TM=-36 ~ White line test Equal to Standard
TM-37 Resistance to Souring
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